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MISSOURI DEPARTMENT OF TRANSPORTATION
MATERIALSENGINEERING
Jefferson City, Missouri

Test Method
MoDOT T40
A ONE-POINT MOISTURE-DENSITY
RELATIONSTEST FOR SOILS

1.0 SCOPE

MoDOT T40 is identica to AASHTO T272-86(2000) except that the family of curves
provided in Figure 1 shall be used.
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